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" VISUAL REPRESENTATION OF THE LAB RESULTS

CHROME COPPER NICKEL = ZINC
RESULTS - 0.48 0.36 0.34 0.06

LIMITS 2.75 3.00 2.50 2.61

CHROME COPPER NICKEL  ZINC
RESULTS - 0.33 0.34 0.30 0.05

LIMITS 275 3.00 2.50 2.61
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__ VISUALREPRESENTATION OF THELABRESULTS

CHROME COPPER NICKEL  ZINC
RESULTS - 0.51 0.74 0.65 0.06

LIMITS 275 3.00 2.50 2.61

300
250l
200

sol
1.00-f

0.50-}

CHROME

COPPER ‘
NICKEL
ZINC
ALASKAN COPPER WORKS
3200 FACILITY

JUNE 24, 1999
COMPOSITE M62185

|
I
i

CHROME COPPER NICKEL ~ ZINC -
RESULTS = 0.21 0.20 0.15 0.09

LIMITS 2.75 3.00 2.50 2.61
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